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1. Microstructural analysis of the samples from erosion tests: 

Last Friday we have completed SEM and EDS analysis on the erosion samples. 
However, I could not bring those pictures from IIT because their size. I will copy those 
tomorrow.  
 

2. Corrosion and clogging experiments: 
My experiments are temporarily on hold because of the shut down at APS. I am 

currently learning PLC programming and the hardware that we have used in our 
system. 

 
 


